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Client Name: DONG GUAN HENG CHUANG ADHESIVE PRODUCTS CO.,LTD

Client Address : NO. 5, SECOND ROAD, LICHIYUAN COMMERCIAL STREET, LUWU VILLAGE, CHANGPING
TOWN, DONGGUAN CITY

Sample Name :
The above sample(s) and

DAO DIAN BU JIAO DAl
information were provided by the client.

SGS Job No. :

Date of Sample Received
Testing Period :

Test Requested :

Test Method :

Test Results :

CP22-010297 - GZ
: 08 Mar 2022
08 Mar 2022 - 15 Mar 2022
Selected test(s) as requested by client.

Please refer to next page(s).

Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch
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Dongyu Xie
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 CAN22-035538.006 Silver-grey adhesive sheet

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Halogen

Test Method :  With reference to EN 14582:2016, analysis was performed by IC.

Test ltem(s) Unit MDL 006
Fluorine (F) mg/kg 50 ND
Chlorine (Cl) mg/kg 50 ND
Bromine (Br) mg/kg 50 ND
lodine (1) mg/kg 50 ND

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs. com/enfTerms and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic g -Conditions/Terms-e-Document.aspx.
Attention is drawn to the limitation of liability, indemnification and ;urlsdlctlon issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company'’s findings at the time of its intervention only and within the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,

RIENE HE 5
%lnspecticn & Testing Services <5
5 $

Q}@‘% or email: CN.Doccheck@sgs.com
SGS-CS %@g Iecnmc% 7,26 Co. Lid. | 198 Kezhu Road Scientech Park Guangzhou Economic & Technology Development District Guangzhou,China. 510663 t (86-20) 82155555 WWW.sgsgroup.com.cn
Guengzhou BrancTesecamestnical Laboratory. | FRE -7 - @F AT & KR FH P B 1085 HB4: 510663 t (86-20)82155555 sgs.china@sgs.com

|

Member of the SGS Group (SGS SA)



SGS

Test Report

ATTACHMENTS

No. CANEC2203553829 Date: 15 Mar 2022 Page 3 of 4

Halogen Testing Flow Chart

Sample cutting / preparation

A 4

Sample Measurement

A 4

Combustion in a closed system containing oxygen

v

Dissolved in an absorption solution

Filtration

A 4

Analyzed by ion chromatography. Double confirm by other

instruments, if necessary

A 4

DATA
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Sample photo:

CAN22-035538.006

SGS authenticate the photo on original report only

*** End of Report ***
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