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NELTRON INDUSTRIAL CO., LTD.

SCIENCE SERVICE PLAZA,1,HENGTIAN SECOND ROAD,TANGXIA TOWN DONGGUAN 

CITY,GUANGDONG PROVINCE 

CHINA

This report is to supersede test report CANEC0804294706

The following sample(s) was/were submitted and identified on behalf of the clients as :

PBT

SGS Job No. 11208159 - SZ :

SGS Internal Reference No.  : 8.7

plastic grains :Client Reference Information

SEE ATTACHMENT

Date of Sample Received  : 06 Aug 2008

Testing Period  : 06 Aug 2008 - 12 Aug 2008

Test Requested  : Selected test(s) as requested by client.

 : Please refer to next page(s).Test Method

Test Results  : Please refer to next page(s).

 :Conclusion A: Based on the performed tests on submitted sample(s), the results comply 

with the RoHS Directive 2002/95/EC and its subsequent amendments.

Signed for and on behalf of 

SGS-CSTC Ltd.

Sr. Engineer
Huang Fang, Sunny
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Test Results:

 :ID for specimen 1 CAN08-042947.007

White plastic grains :Description for specimen 1

A: RoHS Directive 2002/95/EC

MDL LimitResultUnit Test Method (Reference)Test Item(s)

100Cadmium (Cd) N.D.mg/kg 2IEC 62321/2nd CDV (111/95/CDV), ICP-OES

1000Lead (Pb) 14mg/kg 2IEC 62321/2nd CDV (111/95/CDV), ICP-OES

1000Mercury (Hg) N.D.mg/kg 2IEC 62321/2nd CDV (111/95/CDV), ICP-OES

1000Hexavalent Chromium (CrVI) by 

alkaline extraction

N.D.mg/kg 2IEC 62321/2nd CDV (111/95/CDV), UV-Vis

1000Sum of PBBs N.D.mg/kg --

Monobromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Dibromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Tribromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Tetrabromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Pentabromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Hexabromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Heptabromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Octabromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Nonabromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Decabromobiphenyl N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

1000Sum of PBDEs N.D.mg/kg --

Monobromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Dibromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Tribromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Tetrabromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Pentabromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Hexabromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Heptabromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Octabromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Nonabromodiphenyl ether N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Decabromodiphenyl ether ## N.D.mg/kg 5IEC 62321/2nd CDV (111/95/CDV), GC-MS

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

4. ## = The exemption of DecaBDE in polymeric application according 2005/717/EC was overruled by the 

European Court of Justice by its decision of 01.04.2008. Subsequently DecaBDE will be included in the sum of 

PBDE after 01.07.2008

5. "-" = Not regulated
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Test Method (Reference) MDLResultUnitTest Item(s)

B: PFOA & PFOS （Perfluorooctanoic acid & Perfluorooctane sulfonates）

Perfluorooctanoic acid (PFOA) mg/kg EPA 3540C: 1996, LC-MS N.D. 10

Perfluorooctane sulfonates 

(PFOS) 

PFOS Acid

PFOS Metal Salt

PFOS Amide

mg/kg EPA 3540C: 1996, LC-MS N.D. 10

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

Reference Information: Directive 2006/122/EC

(1) May not be placed on the market or used as a substance or constituent of preparations in a concentration 

equal to or higher than 0.005 % by mass.

(2) May not be placed on the market in semi-finished products or articles, or parts thereof, if the concentration of 

PFOS is equal to or higher than 0.1 % by mass calculated with reference to the mass of structurally or 

microstructurally distinct parts that contain PFOS or, for textiles or other coated materials, if the amount of PFOS 

is equal to or higher than 1μg /m² of the coated material.

Test Method MDLResultUnitTest Item(s)

C: PAHs (Polynuclear Aromatic Hydrocarbons)

Naphthalene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Acenaphthylene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Acenaphthene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Fluorene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Phenanthrene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Anthracene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Fluoranthene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Pyrene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Benz(a)anthracene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Chrysene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Benzo(b)fluoranthene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Benzo(k)fluoranthene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Benzo(a)pyrene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Indeno(1,2,3-cd)pyrene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Dibenzo(a,h)anthracene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Benzo(g,h,i)perylene mg/kg ZEK 01-08, GC-MS N.D. 0.2

Sum of 16 PAHs acc. US EPA mg/kg - N.D. -
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Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

ZEK 01-08 : Restraining maximum values for products

Parameter

Benzo[a]pyrene 

(mg/kg)

Sum 16 PAH (US EPA) 

(mg/kg)**

Category 1

Material in contact with 

foodstuff or materials which 

are meant to put in the mouth 

as well as toys for children 

<36 months

Category 2

Materials with foreseeable 

skin contact >30 s 

(prolonged skin contact) 

and toys not covered by 

category 1

Category 3

Materials with foreseeable 

skin contact <30 s (short 

time skin contact) or without 

skin contact

<MDL (<0.2)

<MDL (<0.2)

1 20

10 200

Remark : Only PAH substances >0.2 mg/kg are taken into account while calculating the sum of PAHs** =
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Sample photo:

CANEC0804294712  A01

CAN08-042947.007

SGS authenticate the photo on original report only

*** End of Report ***


